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SPECIFICATIONS FOR SLIDE GATE REFRACTORIES

® Ladle Slide Gate System : Flocon, Krosaki-Harima and other

international systems.

® Tundish Slide Gate System : Flocon and other international systems,

® Furnace Gate System : Flocon Model 2215,

G300/ % 60 020306




Quality Selection Matrix
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Technical Data For Slide Gate Refractories

AC 34 AZC 809 AZC 830 AZC 840
CHEMICAL ANALYSIS (wt %) Typical Value Typical value | Typical value | Typical val_-.-m_
Alumina (Al,0,) 92.00 81.00 75.00 7500
Silicia (SiO,)) 1.00
Zirconia (ZrO,) 8.00 8.00 8.00
Magnesia (MgO) 11
Residual Carbon 6.00 5.00 5.00 4.00
PHYSICAL PROPERTIES |
Bulk Density (gicc) 3.02 3.05 3.05 3.05
Porosity (%) 3.50 4.00 5.00 12.00
_GI:I[E[- Crushing Strength (Kgfcm?) 1940 1820 1600 1420
=== MSC 02 _ SPC 30
CHEMICAL ANALYSIS (wt %) _:jfﬂ{jéﬂi_\i'?luﬂ Typical Value | Typical value T Typical Value
Alumina (Al,0g) = o000 12.00 7.00 80.00
Silicia (SiO,)
Zirconia {ZrO,)
Magnesia [Mgtj} 80 85 16.00 |
Residual Carbon 5.20 600 3.00
PHYSICAL PROPERTIES
Bulk Density (g/cc) 2.95 2.90 2,95
Porosity (%) 3.50 3.00 - 5.00
Cold Crushing Strength (Kg/cm?) 1800 1850 1550
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